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Test Report

Verification Website: www. gttc. net.cn
Verification Code: VUHH-4406-54

No:220298189 Issue Date:2022-10-11

Applicant: SHANGHAI SHUOTE NONWOVENS CO., LTD
Address: NO. 8399, TINGFENG ROAD, FENGJING INDUSTRIAL PARK, JINSHAN DISTRICT, SHANGHAI
CHINA

Information confirmed by applicant:

100% Polyester padding

Quantity: 1 piece

Colour: Light grey

Model : HT-ECO

Weight: 100g

Manufacturer: SHANGHAI SHUOTE NONWOVENS CO., LTD

Basis of judgement:
GB/T 30127-2013 <Textiles—Testing and evaluation for far infrared radiation properties>

Date Received/Date Test Started: 2022-10-08

Conclusion:
Far infrared emissivity M
Temperature rise for far infrared radiation M

Note: “M”-Meet the standard’ s requirement “F”-Fail to meet the standard’ s requirement
”——"-No comment

Remark:

This report is the english translation version of the report 220298188

All the tested items are tested under the standard condition (except for indication)

Copies of the report are valid only re—stamped

The experiment was carried out at No.1l, Zhujiang Road, Panyu District, Guangzhou, Guangdong, P.R.China

Approved By: T“ an li“.

Yuan Liu Engineer
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Test Report

No:220298189
Far infrared emissivity M
(GB/T 30127-2013, Without washing treatment)
Requirement
0.84 =0. 83
(loose structure sample)
(GB/T 30127-2013)
Temperature rise for far infrared radiation(°C) M
(GB/T 30127-2013, Without washing treatment)
Requirement
4.3 =1.7

(loose structure sample)
(GB/T 30127-2013)
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Note
1. The report is invalid without authorized stamp.
2. Copies of this report are invalid without authorized stamp.
3. Any dispute should be raised within 15 days after receiving the report.
4. The result is only valid for the tested sample.
5. The results of unapproved items are for reference only.
6. This report is invalid if altered.
7.0ur company does not accept any responsibility for the authenticity of the information
supplied by customers (including sample information).
8. The report shall not be duplicated separately or partly, without prior written permission
approved by GTTC, except duplicated in full version.
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