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[Information confirmed by applicant:
+Sofeelate® Thermal Insulation-Fiber Ball
pQuantity: 3 pieces

#Colour: White

Fibre Content: 100% Polyester

Model: Z-2

Weight: 300g

Basis of judgement:

Date Received/Date Test Started: 2023-04-12

Conclusion:

‘Thermal transmittance

Note: “M”-Meet the standard’ s requirement “F’-Fail to meet the standard’s requi
”—"—No comment

This réport is the english translation version of the report 230074725
All the tested items are tested under the standard condition (except for

Copies of the report are valid only re-stamped. Gt
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Test Report

No:230074726

Thermal transmittance i -
(GB/T 35762-2017, Flat plate test) R

Thermal resistance(m? «K/W) 0.795
Clo(clo) 5.13




